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Preliminary Report

Sample ID Si02 Al203 Fe203 MgO CaO Na20 K20 TiO2

% % % % % % %

2: Zeolite Sample 68.0 11.2 0.78 0.77 2.86 0.66 3.03 0.11
Sample ID P205 MnO Cr203 V205 LOI Sum XRD-Semi Weight
% % % % % % Quant g
2: Zeolite Sample 0.01 0.07 <001 <0.01 126 100.1 5219

Control Quality Analysis - not suitable for commercial exchange

Method Descriptions

Parameter

Description

SGS Method Code

Al203
CaO
Cr203
Fe203
K20
LOI
MgO
MnO
Na20
P205
Sio2
Sum
TiO2
V205
Weight

Aluminum by by borate fusion XRF
Calcium by borate fusion XRF
Chromium by borate fusion XRF
Iron by borate fusion XRF
Potassium by borate fusion XRF
Loss at 1000C XRF

Magnesium by borate fusion XRF
Manganese by borate fusion XRF
Sodium by borate fusion XRF
Phosphorus by borate fusion XRF
Silicon by borate fusion XRF

Sum

Titanium by borate fusion XRF
Vanadium by borate fusion XRF
Initial weight of sample received

GO/GC/IGT_XRF76VIR
GO/GC/IGT_XRF76VIR
GO/GC/GT_XRF76VIR
GO/GC/GT_XRF76VIR
GO/GC/IGT_XRF76VIR
GO/GCIGT_XRF76VIR
GO/GC/IGT_XRF76VIR
GO/GC/GT_XRF76VIR
GO/GC/GT_XRF76VIR
GO/GC/IGT_XRF76VIR
GO/GC/IGT_XRF76VIR

GO/GC/GT_XRF76VIR
GO/GC/GT_XRF76VIR
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This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of liability, indemnification and jurisdiction
issues defined therein. WARNING: The sample(s) to which the findings recorded herein (the 'Findings’) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s direction. The Findings
constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin or source from which the sample(s) is/are said to be

extracted. The Findings report on the samples provided by the client and are not intended for commercial or contractual settlement purposes. Any unauthorized alteration, forgery or falsification of the content or appearance

of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Test method information available upon request.
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Parameter Description SGS Method Code
XRD-Semi Quant ~ XRD-Semi-Quant by Mineralogy
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Shamim Toatogfichi

Project Coordinator, Minerals Services,
Analytical
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